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Applicant: Distributed in South Africa by Reel Papers (Pty) Ltd 

 
 
 

Sample Description: 

Test item description………………...: Hot melt adhesive 

Brand……………………………...........: Distributed in 

South Africa by Reel Papers (Pty) Ltd 

 
Date of Sample Received. ......................... Nov. 13, 2025 

Review Period …….………….....…..…: Nov. 20, 2025 to Nov. 26, 2025 

*************************************************************************************************************************** 

Tests conducted: 

As requested by the applicant, refer to following page(s) for details. 

*************************************************************************************************************************** 

Conclusion: 

Reviewed samples Assessment Area Comment 

Submitted sample Permitted Substances of FDA 21 CFR 175.105 Comply 

 
Remark: This review is based on the following information provided by the client. Intertek takes no responsibility 
on verifying the authenticity of the information. 

*************************************************************************************************************************** 
 
 
 
 
 

 
Authorized by: 

For Intertek Testing Services 

Shenzhen Ltd. 

 

Navy Wang 

Supervisor 
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 Ingredients list (information provided by the client). 

Ingredients CAS No. Percentage (%) 

Hydrocarbon resins 68441-37-2 10 

Hydrocarbon resins 68239-99-6 30 

Mineral oil / 30 

isobutylene-lsoprene copolymer / 30 

 
Review method 

As specified in FDA 21 CFR 175.105 Adhesives may be safely used as components of articles intended for 
use in packaging, transporting, or holding food. 

 
Discussion 
Permitted substances 
FDA (Food and Drug Administration) Code of Federal Regulations Title 21 Sec. 175.105 has a list of 
“acceptable” ingredients for use in adhesive that may be safely used as components of articles intended for 
use in packaging, transporting, or holding food. According to the ingredients list which submitted by client, 
Hydrocarbon resins (68441-37-2), Hydrocarbon resins(68239-99-6), Mineral oil, isobutylene-lsoprene 
copolymer are substances permitted for use in adhesive. 
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and only accepts liability to the Client insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you. 

Intertek makes no warranties or representations either express or implied with respect to this report save as provided for in those terms and conditions. We 
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this report is just for scientific research, teaching, internal quality control, product research and development etc. On reference only in the territory of the 

People’s Republic of China. This report shall not be reproduced unless with prior written approval from Intertek Testing Services Shenzhen Ltd. 
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